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Wrap Up Notes
LC3 May meetings

KS, SM, SB, FM, AH, RF 20 May 2016



Cuba - FM

» CIDEM

» Crushed brick.  Control and reputation and prestige

» Better to work on the reactivity test.  Quality control.

» Every brick manufacturer has furnace that can be used for the weight loss 
test

» Booklet –

» Show KS the examples from Cuba

» SDC sponsored, project using lime reactivity.  Setting up workshops. 
Failure.

» Grinding LC2.  

» 4098 1995 Standard.
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Agenda for Wrapup

» Timeline

» Finalise the Year 2 Report – Most important achievement

» Brochure for the CEO 

» Clay for Sika

» Planning for July

» Technical priorities
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Timeline - General
» Year 2 Report – End of June 
» Workplan
» Finances 
» Audit separate
» Narrative –
» 5 most important things 
» 14 July Steering Committee
» Thursday 18 and Friday 19 August Advisory Board  - Fernando to come for 3 days with Ramon Pich. 

» Markus Ackermann
» Daniel may be around 

» Daniel coming back to Switzerland mid 2017
» Review Process – Agree process.  Ideally – Sept Oct

» Sudhir Misra
» Veena Joshi 
» Robert Flalt
» Pietro Lura
» Roberto Torrent – 2nd option Vanderley John

» Soumen to provide info on previous TARA review experience
» What documents do we need to provide

» 7 – 11 November Chennai Meetings
» Phase II end of November submitted Mid November.

» Jan 2017 Steering Committee + Stakeholder + and decision and Phase 2
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India CEO Report

» SB - drafting heading – Shared document – Saturday 21 May

» KS – Review by – Friday 27 May

» SM - Formatting + pictures - 15 June

» Final review 27 June

» Printing need 7 days

» In a format that can be made into other versions.  Spanish.
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India - July 2016 Meetings

» 11 July
» Technical Review
» Student presentations
» Brochures – GIS and Pilot (SM) Characteristics (FA) – 2 hours. 

» 12 July
» Phase II
» NCB – Future collaboration 
» Dalmia

» 13 July
» JK Lakshmi – Habitat Lunch – Wali
» Phase II continue

» 14 July
» Steering Committee
» PM – Consolidation

» 15 July 
» CEO

» 16 July
» Wrap up and shopping.  Darjeeling?
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Clays needed

» 100 kg : 50 kg to SIKA

» ARGUS: Send to Gallucci

» (Rob was not clear about what was finally agreed)
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Technical Priorities – Work of Soumen at EPFL

» Update with trial clays:  May 

» JK Laksmi Clinker – PPC

» Mineral gypsum

» Calcined clay from Bhuj sent to EPFL

» Two types of limestone: A - cement grade and B – waste

» Sieved in 2 mm mesh

» Standard LC3 blend.  50, 30, 15, 5

» Every 5 minutes samples. 10, 20, 30, 40, 50, 60 + 2 (1 – 8)

» Samples from the walls as well.

» This if 4 kg of each of the blends

» Same blends repeated.
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Tech cont…….

» 4 blends – 600 grammes for EPFL
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Limestone A Limestone B

Clinker

Others Course

Clinker

Others Fine



Coordination of RILEM
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Technical from India

» 4 June – Technical Report

» Clay database
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Phase II time line

» Session 1 Wednesday 18 May

» Review Urs Heieli -

» Session 2 July

» KS, SM, SB, Manu

» Session 3 August 17 - 19

» UH,  KS, SM, SB, FM

» External Review

» Integrate review, meeting with UH

» Final plan 7 – 11 Nov - Chennai

» Submit proposal 15 Nov
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Action RF

» Invitation letter:  visa for one year for Soumen and Shashank

» Mention the meetings

» Swiss Agency
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